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Abstract

An empirical model is developed to predict the mechanical pr operties that steel
inherits from the hot-rolling process and its chemical comp osition. In this process,
slabs of steel are heated and rolled into thinner sheets whid are either coiled or cut
into plates. The mechanical properties of the coils and plat es are sampled and must
conform to national and international standards for steel p roducts. The aim here is
to use the statistical technique of multiple linear regress ion to develop relationships
between the mechanical properties and the various processing temperatures and
concentrations of chemical elements present in the steel. This analytical tool will
allow better understanding of the steel making process and the ability to vary input
parameters to improve the product. In particular the number of coils and plates
which fail mechanical testing may be able to be reduced, with a subsequent fall in
production costs.

1. Introduction

In hot rolling of steel, an essential procedure for steel mi§, slabs
of steel are heated and °attened by rolls to produce plates or cts of
steel sheet. The process changes the metallurgical propéet of the steel
and must be monitored in order to produce steel that conforms toa
number of national and international standards specifying nechanical
properties.
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NZ Steel Ltd set the Study Group the task of developing a mathenat-
ical and statistical model that would allow them to predict m echanical
properties from the steel's chemical composition and varias rolling pro-
cess temperatures. Such a model would allow the company to padéct
properties of products when changes are made to the chemigtror pro-
cess parameters and thus it could prove to be a useful tool tamprove the
mechanical properties of existing products, reduce testindailure rates
for the coil and plate products and for the development of newproducts.

The hot rolling process is illustrated in Figures 1, 2 and 3. Fist,
a steel slab is heated in the Reheating Furnace. The hot slab #n
passes through the Reversing Roughing Mill, a coiling box andhen the
Finishing Mill for the "nal rolling. At this point the steel is either cut
into plates or it is sent to the Downcoiler to be coiled up. At each step of
this process, the temperature of the steel must be kept clost various
aim temperatures, and actual temperature measurements areecorded.
We describe these temperature variables in Section 3.

The other variables thought to have an e®ect are the concenéttions of
various chemical alloying and impurity elements, the gauge thickness)
and width of the steel strip and the coil mass. When coils are ctinto
smaller coils, the sampling position for mechanical testig changes, and
the coil mass indicates if the coil has been cut up.

The study group's work involved a multiple linear regressian analysis
of the NZ Steel Ltd mill data. There was some discussion on whetr
or not a physical model could be developed. Indeed, such moldehave
been developed and are discussed in the scienti c literat@: See Colas
[2], Serajzadehet al [6, 7], Zhou [8] and the references therein. These
complex models have even led to computer packages that are coner-
cially available. Such a package would require ne tuning forNZ Steel's
hot rolling mill so there was some doubt that such a package woul be
any better than an empirical model obtained by multiple linear regres-
sion of the mill's data.

In Section 5 some preliminary use of the linear regression nuel was
made, in order to illustrate its usefulness in reducing mechnical testing
failure rates for a particular coil product.

2. Mechanical testing and properties

In this section we brie°y discuss the mechanical tests that are
used to measure the various properties of the steel that arefdnterest
here. The tension test is a classical one in which a specimen stretched
in one direction until it breaks. The equipment for this type of test
is commonly available in engineering laboratories worldwie and the
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tests have been standardised by professional bodies and ernational
standards organisations. The description below is similato that found
in undergraduate text books such as Dowling [3] or Ashby and dnes [1].

The tensile test is a method for determining the behaviour of a netal
under an actual stretch loading. This test provides the elasic limit, elon-
gation, yield point, yield strength, tensile strength, and the reduction
in area. When a metal is subjected to a stretch loading, its ex¢nsion
follows a curve similar to that shown in Figure 1. Extension depends
linearly on load for smaller values of the load and in this regbn (the
elastic region) the metal is able to return to its original shape when
released. When the load reaches a certain point, the yield pot, the
change of extension relative to the increase in load beginsotincrease.
At this point the metal begins to undergo a plastic deformation. If the
metal is released after it moves beyond the yield point thenti will not
return to its original state.
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Figure 1.  Schematic of a tensile test curve for steel. Yield Strength, YS = %;
Ultimate Tensile Strength, UTS = 35

The Yield Strength, ¥, is found by dividing the load at the yield point
by the original cross-sectional area of the sample. The ProoStrength
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is another measure of yielding and it is the stress which prodces a per-
manent strain equal to a certain percentage of the specimerehgth, eg
Y1 is the stress to stretch the sample by 01%. The Ultimate Tensile
Strength, ¥z s, of the sample is obtained by dividing the maximum load
by the original cross-sectional area of the sample. Both thesgquanti-

ties are measured in MegaPascals (MPa). The ductility of a mtal is a
measure of its ability to be stretched without breaking. The ductility is

measured by the percentage of elongation, 189, of the metal when it is
stretched to breaking point. The notation used for the mechanical prop-
erties is that of Ashby and Jones [1], see p.84. In the statigtal analysis
%, ¥xs, and 10¢¢ were coded asYS, UTS, and Elong respectively.

3. Processing variables

The mechanical properties of hot-rolled steel depend on twalasses
of variables: those which can be measured directly from the nal prod-
uct, such as chemical composition and gauge; and variablessociated
with the hot-rolling process, such as temperature. The spradsheet clip-
ping in Figure 2 illustrates the presentation of the parameteas.

Figure 2.  Format of the NZ steel data

NZ Steel Ltd provided data for 26 hot-rolled coil products, including
between 100 and 4700+ sets of data for each product, in total aund
20,600 rows of data, and 44 columns per row, each row of data regsent-
ing a single coil or plate produced. Some variables are clusted about
aim values (the input chemical concentrations and processig temper-
atures), while others are continuously distributed within a range (the
output mechanical properties). There appears to be considable scat-
ter in mechanical property data and some processing variableata, and
some data is missing.
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The hot rolling process is illustrated in Figure 3. The slabs ofsteel
“rst pass through the Reheat Furnace There are two process variables
associated with this. One is theResidence Timein minutes (total time
spent in furnace), which is denotedFce Time The other is the Dropout
Temperature, denoted Fce Dropout This is a single value measured on
slab discharge. It is a®ected by surface scale. The steel sl#ten passes
through a hydraulic scale breaker, in which high-pressure ater sprays
are directed at the slab surface to remove the oxide scale fored in the
furnace.

Next the slab passes through theRoughing Mill. The exit temper-
ature, the Roughing Delivery Temperature RDT, of slabs is measured
in three places: Thefront, middle and rear of bar. These locations are
sometimes called the "top", "middle" and "bottom" respecti vely, and
the associated temperature measurements correspond to théree vari-
ables: RDT_T, RDT_M, RDT_B.

Figure 3.  The hot-rolling process.

The steel strip is then coiled up in a coil box, which helps to etain
heat in the strip and homogenise temperature prior to nal rolling. The
steel then passes through theFinishing Mill where the exit tempera-
ture, the Finisher Dispatch Temperature, FDT, is measured at the front,
middle and rear of the bar again. The front and rear are intercvanged
relative to the RDT readings because of the coil box. The variables for
these temperature readings are=DT_T, FDT _M, and FDT_B. The steel
strip then passes under cooling water sprays on the Run-Out @ble,
which cool the strip from the nish rolling temperature to a t emper-
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ature suitable for coiling. For coil products, the steel is nally coiled
in the Downcoiler. The temperature of the steel is measured before it
reaches the downcoiler, again at the front, middle and rear pasions,
giving variables CT_T, CT_M and CT_B.

We should note that there is another discrete variable assdated with
the process. TheSplit variable takes on the value "Y" or "N", depending
on whether the steel colil is split up into smaller coils or not The decision
to split the steel depends on the order requirements, and ages only to
strip thicknesses of 6mm or below, which are usually subsegumtly given
a small cold-rolling reduction on the skinpass mill.

The signi cance of split coils is that the sample for mechanial testing
is taken at the location of the split, in the body of the cail, rather than
at the end. In addition, skinpassed coils which are not splitare sampled
for mechanical testing at the "top" or bore end of the coil, whereas non-
skinpassed & 6mm thick) coils are sampled at the "bottom" end or
outside end of the coil.

Note that some of the steel passes through thé’late Line. This is
identical to the process described above, except for the facthat the
steel is cut into a number of shorter °at plates instead of beng coiled
by the downcoiler. NZ Steel provided separate data for the mte line.

4. Statistical modelling

In this section the technique of multiple linear regression $ used
to analyse the data from NZ Steel Ltd. Most of the analysis was dne
using the package [5].

Before attempting to build a model, the data was examined to olain
some idea of distributions and relationships between varibles, and to
check for outliers or possible erroneous values. The relati@hips be-
tween the di®erent mechanical properties were examined ugj a pairs
plot which identi ed a very strong relationship between Yield and Proof
Strength.

The predictor variables were also examined using pairs plotsRelated
groups of predictors were analysed in this way. Examinatiorof the pairs
plots for the concentration of the chemical trace elements gee Figure 4)
reveals that within chemical grades, which are distinguisied by having
di®erent carbon and manganese levels, concentrations of effmical ele-
ments appear to be largely independent of one another. Nickés notable
in that there are a number of outliers for this element. Roughing mill
delivery temperatures at di®erent locations were observetb be closely
related according to a pairs plot of FDT_T, FDT_M and FDT _B. Likewise
for the "nisher delivery temperatures shown in Figure 5. This last plot
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is interesting in that for most of the data, there seems to beittle di®er-

ence between achieved temperatures even though aim tempéduses are
di®erent. There is an isolated group in the "nisher deliverytemperature

plots which was identi ed as a subgroup of the 120 grade stesl For
the coil temperatures the pairs plot showed that the aim temperatures
relate quite strongly to the achieved temperatures. This wa observed
in a multicolour version of Figure 6. For a xed aim temperature the

temperatures at the di®erent locations were apparently inépendent as
shown in Figure 7. In analysing the di®erent groups of variable mul-

ticolour pairs plots are a very useful tool. With a data set of this size
however they can require considerable amounts of computer emory and
take time to display. Reproduction of them can produce very hrge Tes
also so we have limited the number of plots in this document.

The Study Group analysed NZ Steel Ltd's data using multiple linear
regression. Response and predictor variables were choserteafdiscus-
sion with the problem proposers, bearing in mind the descriive anal-
ysis. The responses chosen werd, ¥rs, and 10G¢. The predictors
used were the chemical composition variables C, Si, P, S, MnAl, V,
and N, nish rolling and coiling temperatures, the gauge, the aimed
for “nisher delivery temperature (FDTAIM), and aimed for coil temper-
ature (CTAIM). Gauge FDTAIM and CTAIM take discrete values and
were included in the model as factors. The measured "nish roihg and
coiling temperatures used in the analysis were selected ugj a rule pre-
scribed by NZ Steel Ltd: If the gauge was greater than 6 mm the bttom
temperature was used, otherwise if the steel had been splithe middle
temperature was used, but if it had not been split the top temperature
was used. Recall that steels of gauge up to 6 mm are skin passed

A cautious approach was used by beginning with separate analyse
for the di®erent grades of steel which are distinguished pnicipally by
having di®erent concentrations of carbon and manganese. Was initially
thought that individual analyses might produce models with less residual
variation and which thus might be more useful. In addition, model tting
on a subset of the data would be quicker and less complicated nifact,
the models obtained for the full data set produced residual sindard
errors which were quite similar to those obtained using sepate models
for di®erent steel grades. Having one model for all steel gradas useful
when it comes to using the model for controlling the steel makag process.
For these reasons it was decided to use a model based on the towdéta
set.

In the modelling process no model “tting was attempted sinceelimi-
nating variables usingt-tests or F -tests is known to produce biases (see,
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Figure 4.

Chemical Properties
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Figure 5.  Finisher delivery temperatures

Figure 6.  Downcoiler temperatures
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Figure 7.  Downcoiler temperatures for 100 grade of steel

for example, Harrell [4]). Diagnostic checks were performgon the mod-
els obtained and showed that there were no serious violations ahe
regression assumptions. Since there were some fairly obuie outliers to
be seen in the descriptive analysis, models were also tted kere the
most egregious outliers had been removed. The models obtainedif-

fered little from those where all observations had been inelded. Since
removal of observations needs to be justi ed and the models ith outliers

appeared to be satisfactory, no outliers were removed fromhe models
which were eventually chosen as appropriate.

The code used for “tting the models and carrying out diagnostic
checks is given in the Appendix. Full results from the Yield Srength
"t are also given, for reference. The resulting models have @y terms
because of the "tting of factors for the Gauge, and aim tempeatures. Ig-
noring these factors, which in any case cannot be varied in th manufac-
turing process, the multiple linear regression models fortie mechanical
properties are

¥ = 462C| 849Si+434P +227S+49:7Mnj 947Al
+1136V + 2451N i 0:143DT 0:115CT;

766C | 96:4Si+738P i 2065+59:3Mnj 114Al Q)
+671V +2474N | 4:69£ 10 ?FDT; 0:14ICT;

i 41.0Cj 5:14Sij 27:1Pj 396S; 3:83Mn + 16:4Al

Yas

1004
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i 414V 230N 3:80£ 10 °FDT +3:70£ 10 °CT;

where C, Si, P, S, Mn, Al, V, and N are the concentrations of Carbon,
Silicon, Phosphorous, Sulphur, Manganese, Aluminium, Vanadim and
Nitrogen respectively while FDT and CT are the Finish Rolling Tempera-
ture and the Coiling Temperature, respectively. Note also hat the units
of all chemical concentrations are % by weight and all tempeaitures are
in degrees Celsius.

5. Reducing mechanical test coil and plate
failures

After hot-rolling, the coil and plate products are tested for mechanical
properties such as Yield Strength ), Ultimate Tensile Strength (¥ s)
(both in MPa) and the percentage of elongation (108;¢). Typically, to
pass, test values of these properties must be above a certaininimum
value. Up to three Retests on a new sample from the coil are pesfmed
if the initial test fails and the ultimate failure rate is 0 :2%. However, the
cost of failure is high as each coil is worth around US$12K. Th analyt-
ical model (1) gives simple linear relationships between tB mechanical
properties and the chemical concentrations and processingmperatures.
We wish to use these relationships to improve the mechanicgroperties
of the hot-rolled product and to reduce testing failure rates.

As an example we consider the hot-rolled coil products made &m the
110 grade of steel. There are three products, called HA250 (21Bmm
gauge only), MP1 and MP35CC. This example is chosen as the faite
rate for the HA250 coils is higher than for other types of coils

For the 110 grade of steel the three chemical elements have an-al
lowed concentration range. They are C = (0035 0:05;0:07), Mn =
(0:14;0:2;0:25) and Al = (0:03;0:05;0:08), where the middle concen-
tration in each range is the desired aim value. Table 1 showshe allowed
ranges for the processing temperaturesCT and FDT, for the three hot-
rolled coiled products made with this grade of steel. Also pesented in
this table are the minimum values that each test of the Yield Srength
and the Ultimate Tensile Strength must exceed. The percentge of elon-
gation 10®; > 16, for all three coil products.

NZ Steel Ltd supplied the data on over 20600 individual hot-rolled
coils. Tables 2 and 3 contain the chemical and processing teperature
(input) data and mechanical test (ouput) data for all of the coils man-
ufactured with grade 110 steel. Presented are both the meant and
standard deviation %.0f each parameter. The "Te contained data on 748,
683, and 770 coils of the HA250, MP1 and MP35CC products, reszc-
tively.
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HA250
MP1
MP35CC

CT
500, 550, 590
500, 600, 650
500, 600, 650

FDT
810, 850, 890
830, 870, 910
830, 870, 910

¥

250
207
207

Yas
350
311
331

Table 1. Allowable ranges for the processing temperatures and mechaical test min-
ima for coil products made with 110 grade steel.

C Mn Al CT FDT
HA250 0.049, 0.006 | 0.199, 0.014| 0.049, 0.006| 551, 7.33 | 858, 5.94
MP1 0.048, 0.005| 0.199, 0.010| 0.053, 0.008| 601, 4.78 | 881, 6.54
MP35CC | 0.049, 0.005| 0.199, 0.009 | 0.054, 0.008 | 599, 10.18 | 880, 7.35

Table 2. Processing temperature and chemical data for NZ 110 grade seel products;
mean, ¢, and standard deviation, ¥; are shown

It is noted that the chemical concentrations and processingtemper-
atures are very close to their desired targets with small stadard devi-
ations. As these quantities represent inputs into the procss it is not
surprising that their standard deviations are so small; typically the up-
per and lower limits of the tolerance range are about four stadard
deviations away from the mean. For the mechanical propertie, which
represent outputs, the standard deviations are much larger. For the
HA250 product the mean of % is only about 1:7¥% away the from test
minimum, while the mean of ¥ g is about 215¥%away from its test re-
quirement. The percentage of elongation 109 , is about 4:5%away. For
the MP1 and MP35CC products, the mean of% is about 5%above the
test minimum. The reason for the higher failure rate of the HA250 coils
is now clear. The mean values o#4 and ¥y s are much closer to the test
values than is the case for the other two coil products.

Hence the Yield Strength test for the HA250 product is by far the
most likely one to fail. For a normal distribution about 5% of samples
will be more than 1:7% below the mean. Of course retesting reduces
the failure rate below 5%, but increasing the mean of/ for the HA250

% Yas 100

HA250 | 284,20.0 | 378,13.5 | 30.2,3.10
MP1 | 285,17.3| 380,13.4 | 29.4,2.39
MP35CC | 283,19.2| 377,11 | 29.1,2.74

Table 3. Mechanical properties data for 110 grade steel products; mean,
standard deviation, %

1, and
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coils will reduce the failure rate and eliminate the need formost of the
retesting.

Ideally, we want to vary the input parameters to increase the mean of
¥ without decreasing the means of¥zs or 100 and without moving
the input parameters too close to the limits of their tolerance range.
By using the analytical model (1), we 'nd that varying the inpu t pa-
rameters within the allowable bounds changes 109 by 2:5, about one
standard deviation. Given that the mean of the percentage of enga-
tion is about 4% above the test requirement, we can safely ignore the
e®ect of any change in elongation by varying the parametersNext, we
note that the expressions for¥ and ¥z s are qualitatively similar in that
the coezcients of each parameter have the same sign in each gression
(except for S, which has no tolerance range anyway). This means that
increasing %, will also increase¥ss.

Using Tables 1, 2 and 3 it can be seen that the means of the chenakt
concentrations range between B%and 5¥%of their tolerance limits. For
the HA250 product, the temperature processing meansCT and FDT,
are between S4and 8%0f their tolerance limits. Hence, due to their wide
tolerance band, there is some °exibility to adjust CT and FDT within
their bands, without breaking any operational processing equirement.

Three standard deviations is taken to be a reasonable bu®erdtween
the mean and the edge of the tolerance band; the bands for thehemical
concentrations are of this magnitude anyway. Also, for a nornal distri-
bution, only about 0:26% of samples will fall outside a tolerance band
of the size ¢ | 3%;1+33).

Considering the tables we can increase the target value of Cyb0:0035
to 0:0525 as this is the midpoint of the tolerance band for the 110 grael
steel. We can also decrease the target values @T and FDT by about
30 for the HA250 product. This will increase the mean of%, by 9:4,
hence! = 293, about 2:2%above the test minimum. Hence, the initial
failure rate on the Yield Strength test will decrease from abou 5% to
about 0:8%.

This provides a simple illustration of how the mechanical pioperties
of coil products can be improved to minimise testing failurerates. For
coil or plate products made with other grades of steel the taskmay
be more complicated because adjusting the parameters to deszase the
failure rate of one of the mechanical tests may increase theailure rate
of another. Hence, in general an optimisation problem may ned to be
solved to achieve the optimal outcome.
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6. Conclusions and recommendations

Multiple linear regression on the total data set supplied by NZ
steel Ltd is shown to give acceptable results. Analyses wergerformed
which showed that metallurgical properties do indeed deped linearly
on the hot{rolling variables. Separate models were develogd for each
of these properties. For the popular 100{200{300 series ofrpducts, the
model for Ultimate Tensile Strength had the largest R value of 0.94,
Yield Strength was next with a value of 0.78, and Elongation hada value
of 0.57.

Commercial packages, based on physical models of this praas do
exist but would need to be extensively calibrated to be usefuto NZ
Steel Ltd. The multiple linear regression model developed ére is an
excellent alternative to physical modelling. It is simple to develop, use
and understand and should give accurate predictions, giverit is based
on NZ steel mill data.

The usefulness of the regression model was also illustratedia a sim-
ple example. It was shown that the failure rate of the HA250 coilproduct
could be substantially reduced, without adversely a®ectig other prod-
ucts made with the same grade of steel.
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Appendix: R code and output for the linear regression
analysis

# Linear models for steel data
#

# David Scott, 24/1/05

#
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date()

options(width=80)

# Clean up after previous analyses
rm(list=Is(all=TRUE))

# Read data in

steel <- read.csv("SteelData.csv")

# Create date variable

steel$ProdDate <- as.Date(as.character(steel$ProdDate) ,"%d-%b-%y")

# Create gauge as a factor

gaugeBreaks <- ¢(2,2.5,3,4,5,6,7.99,9.99,11.99,16.05)

steel$GaugeCode <- cut(steel$Gauge,gaugeBreaks,right=F  ALSE,

include.lowest=TRUE)

steel$FTemp <- ifelse(steel$Gauge>6,steel$FDT_B,
ifelse(steel$Split=="N",steel$FDT_T,steel$FDT_M))

steel$CTemp <- ifelse(steel$Gauge>6,steel$CT_B,
ifelse(steel$Split=="N",steel$CT_T,steel$CT_M))

# Consider selected grades

steelcomb <- steel[steel$ChemGrd%in%c(100,110,114,120, 124,
210,211,217,220,221,223,230,
319,320,321,327)&
(frow.names(steel)==4705),]

steelcomb$GaugeCode <- factor(steelcomb$GaugeCode,excl ude=NULL)

# Fit linear models for YS

YSfit <- Im(YS~GaugeCode+
factor(FDTAIM)+factor(CTAIM)+
C+Si+P+S+Mn+Al+V+N+FTemp+CTemp,data=steelcomb)

summary(Y Sfit)

pdf("Graphs/Y Scombfit.pdf",height=7,width=11,paper=" a4",
horizontal=TRUE)

plot(Y Sfit)

# Plots of residuals

YSfitRes <- stdres(Y Sfit)

index <- as.numeric(names(YSfitRes))
dates <- steel$ProdDate[index]

plot(dates,Y SfitRes,xlab="Production Date",
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main="Residuals for fit of YS over time")
lines(lowess(dates[lis.na(dates)],
Y SfitRes[lis.na(dates)]),col="red")
pred <-steel[,"GaugeCode"]
predictor <- pred[index]
print(summary(predictor))
plot(predictor,YSfitRes,xlab="Gauge",
main="Residuals for fit of YS")

predvars <- c("C","Si","P",
"S""Mn" ANV
"N","FTemp","CTemp")
for (i in predvars){
pred <-steell,i]
predictor <- pred[index]
print(summary(predictor))
plot(predictor,YSfitRes,xlab=i,
main="Residuals for fit of YS")
try(lines(lowess(predictor[lis.na(predictor)],
Y SfitRes[lis.na(predictor)]),col="red"))

}

dev.off()

# Fit linear models for UTS

UTSfit <- Im(UTS~GaugeCode+
factor(FDTAIM)+factor(CTAIM)+

C+Si+P+S+Mn+Al+V+N+FTemp+CTemp,data=steelcomb)

summary(UT Sfit)

pdf("Graphs/UTScombfit.pdf",height=7,width=11,

paper="a4",horizontal=TRUE)

plot(UT Sfit)

UTSfitRes <- stdres(UTSfit)
index <- as.numeric(names(UTSfitRes))
dates <- steel$ProdDate[index]

plot(dates,UTSfitRes,xlab="Production Date",
main="Residuals for fit of UTS over time")
lines(lowess(dates[lis.na(dates)],
UTSfitRes[lis.na(dates)]),col="red")
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pred <-steel[,"GaugeCode"]

predictor <- pred[index]

print(summary(predictor))

plot(predictor,UTSfitRes,xlab="Gauge",
main="Residuals for fit of UTS")

for (i in predVvars){
pred <-steell,i]
predictor <- pred[index]
print(summary(predictor))
plot(predictor,UTSfitRes,xlab=i,
main="Residuals for fit of UTS")
try(lines(lowess(predictor[lis.na(predictor)],
UTSfitRes[lis.na(predictor)]),col="red"))
}

dev.off()

# Fit linear models for Elong
Elongfit <- Im(Elong~GaugeCode+
factor(FDTAIM)+factor(CTAIM)+

C+Si+P+S+Mn+Al+V+N+FTemp+CTemp,data=steelcomb)

summary(Elongfit)

pdf("Graphs/Elongcombfit.pdf",height=7,width=11,

paper="a4",horizontal=TRUE)

plot(Elongfit)

ElongfitRes <- stdres(Elongfit)
index <- as.numeric(names(ElongfitRes))
dates <- steel$ProdDate[index]

plot(dates,ElongfitRes,xlab="Production Date",
main="Residuals for fit of Elong over time")
lines(lowess(dates|[!is.na(dates)],
ElongfitRes[!is.na(dates)]),col="red")

pred <-steel[,"GaugeCode"]

predictor <- pred[index]

print(summary(predictor))

plot(predictor,ElongfitRes,xlab="Gauge",
main="Residuals for fit of Elong")

for (i in predVars){
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pred <-steell,i]

predictor <- pred[index]

print(summary(predictor))

plot(predictor,ElongfitRes,xlab=i,

main="Residuals for fit of Elong")

try(lines(lowess(predictor[lis.na(predictor)],

ElongfitRes[lis.na(predictor)]),col="red"))
}

dev.off()

The output for the Yield Strength model is presented below. For brevity,
the output for Ultimate Tensile Strength and Elongation are not shown.

# Fit linear models for YS

YSfit <- Im(YS~GaugeCode+
factor(FDTAIM)+factor(CTAIM)+
C+Si+P+S+Mn+Al+V+N+FTemp+CTemp,data=steelcomb)

summary(Y Sfit)

VvV + + V V

Call:

Im(formula = YS ~ GaugeCode + factor(FDTAIM)
+ factor(CTAIM) +
C+Si+P+S+Mn+ A +V + N+ FTemp
+ CTemp, data = steelcomb)

Residuals:

Min 1Q Median 30 Max
-89.5543 -12.5577 -0.4007 12.5511 118.6328
Coefficients:

Estimate Std. Error t value Pr(>|t|)

(Intercept) 4.343e+02 1.851e+01 23.468 < 2e-16 ***
GaugeCode[2.5,3) -4.584e+00 8.425e-01 -5.440 5.41e-08 **
GaugeCode[3,4) -4.848e+00 8.107e-01 -5.979 2.30e-09 ***
GaugeCode[4,5) -1.453e+01 9.184e-01 -15.820 < 2e-16 ***
GaugeCode[5,6) -2.374e+01 9.994e-01 -23.759 < 2e-16 ***

*

GaugeCode[6,7.99) -3.095e+01 1.124e+00 -27.530 < 2e-16 ** *
GaugeCode[7.99,9.99) -3.085e+01 1.111e+00 -27.760 < 2e-16 ***
GaugeCode[9.99,12) -3.604e+01 1.250e+00 -28.820 < 2e-16 ** *

GaugeCode[12,16.1] -2.813e+01 1.804e+00 -15.590 < 2e-16 **
factor(FDTAIM)850 1.206e+01 6.493e+00 1.857 0.06328 .

factor(FDTAIM)870 1.948e+01 6.542e+00 2.977 0.00292 **

*
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factor(FDTAIM)880
factor(FDTAIM)890
factor(FDTAIM)900
factor(CTAIM)550
factor(CTAIM)560
factor(CTAIM)580
factor(CTAIM)600
factor(CTAIM)620
factor(CTAIM)640
factor(CTAIM)650
factor(CTAIM)660
factor(CTAIM)680
factor(CTAIM)700
C

Si

P

S

Mn

Al

Y

N

FTemp

CTemp

Signif. codes:

1.390e+01
1.655e+01
1.383e+01

-2.536e+01
-2.710e+01
-4.416e+01
-3.340e+01
-2.198e+01
-3.190e+01
-2.330e+01
-2.356e+01
-3.369e+01
-1.480e+01

4.622e+02

-8.485e+01 5.062e+01

4.342e+02
2.269e+02
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6.741e+00 2.062 0.03919 *
6.749e+00 2.452 0.01422 *
7.328e+00 1.887 0.05912 .
1.034e+00 -24.518 < 2e-16 ***
2.495e+00 -10.861 < 2e-16 ***
4.558e+00 -9.689 < 2e-16 ***
1.335e+00 -25.027 < 2e-16 ***
1.622e+00 -13.551 < 2e-16 ***
1.487e+00 -21.459 < 2e-16 ***
2.297e+00 -10.143 < 2e-16 ***
2.233e+00 -10.551 < 2e-16 ***
2.097e+00 -16.065 < 2e-16 ***
2.447e+00 -6.048 1.51e-09 ** *

6.544e+00 70.618 < 2e-16 ***

-1.676 0.09373 .
7.443 1.05e-13 ***
3.600 0.00032 ***

5.834e+01
6.304e+01

4.968e+01 2.111e+00 23.536 < 2e-16 ***

-0.473e+01 2.227e+01

1.136e+03
2.451e+03
-1.430e-01
-1.152e-01

-4.254 2.11e-05 ***
8.192e+01 13.862 < 2e-16 ***
1.430e+02 17.145 < 2e-16 ***
2.114e-02 -6.762 1.41e-11 ***
9.631e-03 -11.963 < 2e-16 ***

0 ™ 0.001 ™ 0.01 * 0.05 .01 '1

Residual standard error: 19.3 on 13457 degrees of freedom

Multiple R-Squared: 0.7871,

F-statistic:
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